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K.3 PCC Admixtures: Chemical

00-053
Boral Material Technologies Inc.

Doug Johnson
801 947 1562

Boral AcN200 6/00 

Melissa Garcia @ 210 349 4069, TX (Texas)
Local Rep.:

Product is a non-chloride accelerator for use in cold
weather  to reduce concrete set time and increase the
rate of early strength development

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C & E)

00-025
Master Builders, Inc.

Master Builders, Inc.
801 201 7864

Pozzolith NC 534 10/00 

Francis McNeil @ 216 831 5500, OH (Ohio)
Local Rep.:

Product is a ready-to-use, non-chloride liquid concrete
setting accelerator.  

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C)

97-258
Master Builders, Inc.

Tim Bytheway
801 597 5210

Pozzutec 20 10/00 

Tony Schlagbaum @ 800 628 9990, OH (Ohio)
Local Rep.:

Product is a ready-to-use non-chloride accelerator for
concrete that allows for cold weather work.

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C & E)

96-160
Sika Corporation

Intermountain Concrete/Smalley & Co.
801 486 5311

Sika Rapid-1 10/00 

Scott Issac @ 801 282 5540, UT (Utah)
Local Rep.:

A non-chloride admixture that accelerates the set time
in concrete.  Generally used in colder weather to
increase the set (high early strengths) time.

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C)
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K.3 PCC Admixtures: Chemical

97-252
W. R. Grace

W. R. Grace
303 296 9033

Eclipse 3/02 

  @ , TX (Texas)
Local Rep.:

Shrinkage reducing admixture (not to be confused with
a water reducing admixture).

Product information and lab results
show no chloride added and almost no
chloride content. Contact Research
Division for additional information.

97-279
W. R. Grace

W. R. Grace
303 296 9033

Gilco Accelerator 10/00 

Craig Nelson @ , UT (Utah)
Local Rep.:

Product is a non-corrosive, non-chloride admixture for
concrete.  It accelerates cement hydration resulting in
shortened setting times and increased high early
strengths.

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C)

97-280
W. R. Grace

W. R. Grace
303 296 9033

PolarSet 10/00 

  @ , NC (North Carolina)
Local Rep.:

Product is an non-corrosive, non-chloride admixture
for concrete.  It accelerates cement hydration resulting
in shortened setting times and increased early
compressive strengths.

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C)

98-114
W. R. Grace

David Brodhacker
303 296 9033

Daraset 200 10/00 

David Brodhacker @ 617 876 1400, MA (Massachusetts)
Local Rep.:

Product is a non-corrosive, non-chloride admixture for
concrete.  It accelerates cement hydration resulting in
shortened setting times and increased early
compressive strengths.

UDOT 2002 Standard Specification
Section 03055, Part 2.7 (AASHTO M
194/ASTM C 494 Type C)
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